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Figure 1. Typical Equipment Used 
for Stress-Corrosion Evaluations. 

(A) Device and Frames Used to 
Stress Round Tensile Specimens 

(B) Alternate Immersion Tester (The specimens stay 10 minutes in a 
3,5-% NaCl solution, followed by a 50-minute drying cycle. This cycle 

is repeated for the entire duration of the trest (ISO 11130)). 

(C) Salt Spray Cabinet (Maintains a 5-% salt spray inside the test cabinet 
per ISO 9227.) 
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Figure 2.  Typical Round Tensile Specimen Configuration 

 

 

Surface finish 
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Figure 3.  Stress-Corrosion Frame Nut Used in the Constant Strain 
Loading Assembly for Round Tensile Specimens 
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Correction Factor for C-Ring Deflection Equation 
 

Figure 12.  Formula for Stressing C-Rings 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
 

 

 

 

 

 

 

 

 
 

 

 

 

 

 

 

 

 

 

The final diameter (ODf) required to give the desired stress 
on the C-rings is calculated using the following equations: 
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Figure 13.  Typical Turned Stress Corrosion Test Specimen Used in the Constant Load Method  
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Figure 14.  Typical Flat Stress Corrosion Test Specimen Used in the Constant Load Method  
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Figure 15.  Cross-Section of Stress Corrosion Jig Used in the Constant Load Method 



ISO CD 16455-1, 2003-10-22 
 

13 
 

 

 

 

Figure 16.  Support Frame for Stress Corrosion Jig Used in the Constant Load Method 
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Figure 17.  Scanning Electron Microscope Views of an HP 
9-4-30 Weld  Stress Corrosion Cracking Failure 
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Figure 18.  Metallographic Views of a Maraging Steel 200 
Stress Corrosion Cracking Failure 
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Figure 19.  Metallographic View of an 
Aluminum 2024-T4 Stress-Corrosion 

Cracking Failure 

Transverse Mag. 100X 

Transverse Mag. 100X 

Figure 20.  Photomicrograph of an 
Aluminum 7075-T6 Stress-Corrosion 

Cracking Failure 


